Plast - fra avfall til forurensning
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Innovation. Collaboration. Action.
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The plaStiC bUdgEt (in million tons; 1950 — 2015)

Primary production In-use stocks Discarded
8300 2500 primary 4900

Incinerated
100 800

Secondary

Recycled
600

.

Geyer et al., 2018; Global production, use, and fate of polymer res}, synthetic fibers, and additives (1950 to 15; in million metric tons).
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Darlig avfallshandtering
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Store og sma kilder leder avfall mot havet
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Hva er problemet med plastavfall?

Marin (og ferskvanns) forsgpling: Mikroplast:

e Uutnyttede ressurser * Opptakidyr
* Estetisk problem e Sult?
* Dyr kan sitte fast/skades * Toksiske effekter fra tilsetningsstoffer?

* Kvelning e * Overfgring av miljggifter?
an fragmenteres/eroderes til mikrop@
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Er plastavfall en stor kilde til mikroplast?

Eksperimentelt:
* Nedbrytningsstudier

Miljgstudier:
* Typer plast (form, farge)
e Polymertype
* Mulige kilder
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Kartlegging av blaskjell lang norskeysten (2016)

Epoxy resin, Bisphenol A
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Sterrelser og typer partikler i blaskjell

No of particies
g E
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Mean: 0.77 mm

Size (mm)

Forfatter
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Polymertyper i blaskjell lags norskekysten

Polyester

Polypropylene
Polyethylene

Polyamide

Polyvinyl chloride
Styrene acrylonitrile resin
Cellulose based

Rubbery particles

X | X X X | X X X | X X

Acrylic

Poly(methyl methacrylate)
Polystyrene
Polytetrafluoroethylene
Epoxy resin BPA X
Soloprene plastomer X
Polyacrylonitrile X
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Kompleksitet: kilder og plasttyper

Common Polymers and Ways They Are Used

Polyethelene Palypropylene Polystyrene Polyamide Polyester . Food
(PE) (PP) 3 (nylon) (PA) (PES) :
~ p— 3 —
/ \ ./ \\ b = Plastic producers
( | f ‘| - L] and converters
\ / = . Shipping (incloding Packaging!
Nl 4 \\7_ _7,/ i SN
Plastic bags, Bottle caps, rope, Utensils, cups, Rope, fishing Textiles, boats
storage gear, strapping floats, coolers, nets, textiles
containers containers
Acrylic Polyoximethylene Polyvinyl Polyvinyl Poly methy!
(AC) (POM) alcohol (PVA) chloride (PVC)  acrylate (PMA)
/_ : /.,—\ ECONOMY
Latex paint, Automotive parts, Laundry Pipe, film, Laminated safety
coalings, electronics detergent pods, containers glass (e.g. car
medical devices fishing bait windshields)
Polyethelene Alkyd Polyurethane
terephthalate (PET) AKD) (PU)
)
o -4
Drink bottles, Resins, paints Ship varnish,
textile fibers construction,
automotive parts
How Often Polymers Are Found in Marine Microplastie Debris
Percent of Studies ~ SOCIETY
o W M P 4w @ @ W B

Polyethylene

Polypropylene

Polyamide {nylon) _
Polyester -
Acrylic -
Polyoximethylene -

Polyvinyl alconol [
Polyvinyl chloride .

Poly methyl

iy ouliane
Polyethyles
terephthalate
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Kobling makro/mikro:
Hva har vi av data pa forsgpling fra Norge?

Hold Norge Rent hold
* Strandrydding (makro) rre'g{ge

* Kommunekartlegging (makro)
* Mikro (eksperimentell prgvetagning)

Miljgdirektoratets prosjekter
*  Mjgsa (mikro)

e Kysten (mikro)

* Landbruket (mikro og makro)

* Sediment, Vann, Biota, Kloakkslam, Veistgv . . .
- - -
.-gh

Nzeringslivets kartlegginger
* Utslipp (mikro) &bé‘
* Produkter (mikro)

NIVz-




Malemetoder for makroplast

Makro

* Protokoll for spppelregistering (strandrydding)
* Visuelt med drone

Visuelt med fly

Satellitt-overvakning

Fishing for litter

Folkeforskning (‘Citizen Science’)
Litterati App
Iphone NIR
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Malemetoder for mikroplast

Mikro
e FTIR
* Raman spektrometri

* Mass spektrometri
Standardisering og harmonisering

EU Baseman
Quasimeme QA/QC studier
Mange vanskelige matrikser

Referansemateriale ma produseres

Ingen metoder eksisterer for nano i miljget
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Kunnskapshull

* Ingen historiske data

* Ingen baselinje data for plast

* Plast er ikke med i overvakning program (kun sporadisk

« Standardiserte malemetoder og systemer for kvalitetskontroll mangler
e Lite kunnskap om effekter

* Liten forstaelse for kobling makro-mikro

* Miljgrisikovurderinger mangler
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MAL: ingen sugergr pa
stranden

Tilneerming til tiltak

Motivasjon og rasjonale for tiltak mot avfall pa avveie

Ingen sugergr som avfall

Ingen produksjon

Forby sugergr av plast

Motivasjon og rasjonale for tiltak mot mikroplast

Forventet effekt av tiltak

Ingen risiko for effekt
av mikroplast pa biota

Ingen mikroplastivann

Ingen mikroplast-kilde

Forbud?

Forfatter

Forventet effekt av tiltak
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Forsgpling
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Bred innsats
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Takk for reisen!
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